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(57) ABSTRACT

The invention relates to a coating color composition for paper
and/or paperboard comprising a pigment, optionally known
additives used in coating compositions, and a binder substi-
tute comprising styrene acrylate copolymer having mean par-
ticle size <100 nm. The invention also relates to paper or
paperboard coated with a coating color composition accord-
ing to the invention.
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